
REMOVAL OF EXISTING NON COMPOSITE BRIDGE DECKS 
Effective:  June 21, 2004 
Revised:  February 7, 2005 
 
 
Revise the fifth sentence of the third paragraph of Article 501.03 of the Standard Specifications 
to read: 
 
“Saw cutting directly over the top of beam or girder flanges may be permitted only if shown on 
the plans.  The maximum saw cut depth allowed directly over a flange shall be to the bottom of 
the top mat of reinforcing steel but shall not exceed half the deck thickness.  The Contractor 
shall provide positive control for controlling the depth of cut into the slab.  The Contractor shall 
provide sawing equipment adequate in size and horsepower to complete the sawing operation.” 
 
 


